


QUALITY CERTIFICATE 
NINGBO JINDING FASTENING PIECE CO.,LTD 

XIJI�GTA�G JIULONGHU �TNGBO CHINA TEL:+86-574-86530122 FAX: +86-574-86530858 
Custorner: 
Product :, 
Class: 
Size: 
Marking: 

\1U\DIAL DE TOR'{ILLOS S. A. Dale : 2022-03-14 
HEX CAP SCREWS Con trae t No: 21 JDM 16 IT 
5 lnvoice �o: JDE2203!09 
3/4-lOXl-l/2 Lot :-lo: 3702670185 

Order Xo. 
Quantity: 

JDF three radius 
15. 150 rnpcs 

Country of Origin:CHlNA 
Dirnensions Of SPEC: TEST FACILlTY:Manufacturer 

Part \o.· 
Production Date 
Certificate No · ..

0120182 
2022-01-22 
20??0?35347? -- - -

Inspection Iterns Standard Result Sarnple 
Visual Appcarance --------- OK 30 
Body Diarneter / / 20 
Thread !Go 2A OK 20 

it-fo Go 2A OK 20 
Width Across Flats l. 125-1. 100 l. 105-1. 107 20 
Width Across Corners l. 299-1. 254 l. 268-1. 27 4 20 
\Iajor Diarneter o. 735-0. 746 o. 742-0. 743 20 
Head Height 0.483-0.455 0.468-0.472 20 
T tal Length l. 420-1. 500 l. 465-1. 472 20 

Jad Length rnin l. 250 l. 260-1. 339 20 
Key Engagernent / / 20 
Head Diarneter / / 20 
\1echan i ca 1 Properties TEST FACILTTY:Manufacturer 
CharacTeristics Standard Result 
Surface Hardness [30\] max 54 49.0-49. 5 10 
Core Hardness [HRC] 25-34 28.5-29.0 JO 
Wedge Strength [psi] rnin 120000 135409-138021 8 
Yield Strength ,0.2% offset [psi] mi n 92000 111897-114800 8 
Elongation [%] rnin 14 18.0-18. 7 8 
Reduction Of area [%] rnin 35 52.0-55. 1 8 
Proof Load [lb] 28400 28400 4 

· Irnpact te:; t [Akv/ J] 
Decarburization N� 1/2Hl HVO. 3 317.87 308.48 303.45 6 
HV (2) >=HV ( l)-30, !IV (3) <=HV (1) +30 G 0.0006rnax 6 

CHEMICAL COMPOSITIO'.\' (%) TEST FACILITY:Supplier 

Heat 'fo c Si Mn p s Cr �i Cu 
XG: 

_
:R-18 IE12107455 O. 36 0.07 O. 70 0.014 0.004 O. 30 O. 01 0.02 

Thickness [J.:,11] 20 
Surface Coating: BLACK 

Thread Specification: AS\1E B l. 1 2008, UNTFIED I'."1CH SCREW THREADS (UN AND rNR THREAD FORM) 
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Sampl ing Dimension Speci ficat ion: AS�!E B18. 18-2017 inspection and qua] i ty assurance for high-volume machine assembly fasteners 
,,. 

Dimension Specification: ASME BIB. 2. l 2012, HEX CAP SCREWS '/ 
Sampling mechanical properties specification: ASTM Fl470 2018 Standard Cuide for Fastener Sampling for Specified \

�
ar{ic

�Properties and Performance lnspection 
Mechanical Propert ies: SAE J429 2014, MECIIANICAL AND MATERIAL REQUIREME'lTS FOR EXTER:-;ALL Y THREADED FASTE!'jCI"(::, 1 1 / , 
Surface Defect: ASTM F788/F788M-2013. SCRFACE DI5CONT1NUIT1ES OF BOLTS, SCREl\"S, i\ND STUDS MUNDIA� RNILLOS S.V 

NIT.630.( .16&-a/ - ·--

The MTR sha 11 include a statement that the products supplied are in compl iance wi th ali the requirement of the( ort� y.·-
THE REPORT IS ISSUED ACCORDI�G TO IS016228 F3. l(E'll0204 3. 1) \�7¡ �0\2 

Quality Control Supenisor Qua lit y Con t1� Majld"ger \ 
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